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Abstract 
We present an extended X-ray absorption fine structure study of the pyrochlores A2Mo2O7 (A = Gd, Dy, Ho, 
Er), as a function of temperature. While in the three spin-glass compositions Dy2Mo2O7, Ho2Mo2O7 and 
Er2Mo2O7 the Debye temperatures are in accordance with other pyrochlores and the static disorder 
contributions are compatible with a lattice frustration, in the low-temperature-ferromagnetic Gd2Mo2O7 
system we point out an anomalous enhancement of the local structure disorder below about 225 K down to 
low temperatures. Moreover, considering the general pyrochlore predisposition towards structural disorder, 
we prove the presence on a local scale of at least a bimodal distribution of the Mo-O(1) octahedral 
interatomic distances for all the studied compounds, consisting of two shorter and four longer bond lengths. 
Our results suggest that the local structure order parameter plays an important role in the ferromagnetic or 
spin-glass phase stabilization. 
Keywords: A. Oxide materials; A. Pyrochlores; C. order-disorder effects; D. EXAFS 
1. Introduction 
Complex pyrochlore oxides with general formula A23+B24+O(1)6(O2), where A is a trivalent rare-
earth ion including lanthanides, Y, or Sc and B is usually a tetravalent transition metal or a p-block 
metal ion, display a wide range of interesting physical properties. Pyrochlores crystallize in the 
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cubic space group 3 closely related to the fluorite structure (CaF2) but with the presence of two 
cation sites and the absence of 1/8 of the oxygen anions [1]. Both the A and B sites form a network 
of corner-sharing tetrahedra characteristic of a geometrically frustrated magnet, resulting in some 
intriguing short-range ordered phases at low temperature, such as spin glasses, spin ices and spin 
liquids. This kind of network is found in several common minerals as in the octahedrally 
coordinated B site of the spinel class (AB2O4), where B is a trivalent magnetic transition metal ion. 
Interesting topics with respect to pyrochlores include a large variety of magneto-conductive 
properties such as metal-insulator transitions, magnetic frustration, magnetoresistance, 
superconductivity, ferroelectricity, ionic and mixed conductivity, pigments and catalysis and their 
use as an inert matrix for nuclear fuel and waste immobilization [1,2]. 
Recently, special attention has been devoted to those pyrochlores where glassy transitions occur 
upon varying the chemical composition and temperature. In other compounds of the same family a 
long-range ordered state can also persist. This latter is promoted by spin-spin and neighbor 
exchange interactions, as in the ferromagnetic (FM) A2Mo2O7 (A = Nd, Sm and Gd) and A2Mn2O7 
(with a small rare earth A = Sc, Tb-Lu or Y) [3-5]. The mean rare earth ionic radius rA influences 
the magnetic ground state, i.e. the FM or spin-glass (SG) phase, and the magnetic phase boundary 
correlates with the metal-insulator crossover. In complex oxides it is also well established that the 
B-O-B bond angle governs the magnitude and sign of the magnetic exchange interaction between 
the neighboring B ion spins. 
In the A2Mo2O7 pyrochlores two Mo4+ 4d electrons are accommodated in the t2g orbitals and play 
the main role for conduction and ferromagnetism. A2Mo2O7 undergoes a magnetic transition from 
the SG insulating state to the FM metallic one as a function of the average ionic radius rA, becoming 
FM upon increasing rA. In this series, the compounds with lighter A = Nd, Sm, and Gd show a FM 
behavior, with a Curie temperature TC systematically decreasing from 90 K (Nd) to about 65 K (Gd) 
across the rare earth series, whereas those with A = Y (or heavier) and with smaller rare earths like 
A = Tb, Dy, Ho, Er, show a SG and semiconducting behavior, with fairly high resistivity, below the 
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glassy transition at Tg ~ 22, 27, 24, 21, and 18 K, respectively [6]. At the same time, a systematic 
variation of the Mo-O-Mo bond angle θ with rA has also been observed: θ increases from 129.7° for 
Dy2Mo2O7 (rA 1.027 Å) to 131.5° for Nd2Mo2O7 (rA 1.109 Å), showing a stronger FM exchange 
interaction for larger rA and θ values. This trend is opposite to the so-called Kanamori-Goodenough 
rule, which states that a larger bond angle should favor the antiferromagnetic (AFM) superexchange 
interaction [3,5]. Therefore, in A2Mo2O7 the FM interaction between the Mo spins has been 
interpreted in terms of the double-exchange mechanism, by analogy with the same magnetic 
coupling observed in perovskite manganites, which selects a FM ground state upon increasing θ [3]. 
The dominant role of the Mo-O-Mo bond angle for the charge dynamics of the A2Mo2O7 system 
was confirmed also by Raman scattering spectra [7]. Moreover, the transition of the magnetic state 
from FM to SG has been argued to be due to these competing double-exchange and superexchange 
interactions on the frustrated lattice [8,9]. It was also pointed out that both SG and FM components 
seem to coexist near the phase boundary of the corresponding phases [10,11], and a re-entrant 
transition of a SG type was observed at lower temperature and below TC, for A = Nd and Sm [11-
13]. 
The metallic-insulating transition takes place around the Gd2Mo2O7 composition, which is on the 
phase boundary between the SG and the FM regimes [14]. Due to this critical setting, this 
composition results to be either metallic or insulating depending on the sample preparation 
conditions. The FM phase can be transformed into the SG either by increasing the external pressure 
or by partially substituting Gd by the smaller Dy on the A site [11,15,16]. Similarly, DC resistivity 
measurements on single crystals show that Gd2Mo2O7 is located on the verge of the metal-insulator 
transition and that it is an insulator in the ground state, differently from the other FM and metallic 
compositions with A = Nd and Sm [16]. The FM transition is also accompanied by a magnetic 
irreversibility [17]. 
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In order to determine which crystal structure parameters control the sign of the nearest-neighbor 
magnetic interactions and are thus responsible for the FM or SG phases in A2Mo2O7 (with A = Gd, 
Dy, Ho, Er) and to investigate the peculiarities of the Gd2Mo2O7 compound, we propose here a 
systematic and original investigation of the local structure of molybdenum-based pyrochlores by 
extended X-ray absorption fine structure (EXAFS) measurements. The results will, in particular, put 
in evidence the occurrence of an anomalous enhancement of the local structure disorder below 
about 225 K, thus highlighting the role played by the local structure order parameter in the 
stabilization of the FM and SG phases. 
2. Experimental methods and data analysis 
A2Mo2O7 pyrochlore compounds were prepared by conventional solid-state reaction using different 
rare-earths (A), namely A = Er3+, Ho3+, Dy3+, and Gd3+. A2O3 (Metal Rare Earth Limited, 99.5%), 
and MoO2 (Sigma–Aldrich, 99.9%) were used as starting raw materials. They were individually 
milled, in order to obtain an appropriate distribution of the particle size. Then, pyrochlore 
compounds with different rare-earths were weighted, and the mixture was mechanically 
homogenized by ball milling for 3 hours in ethanol medium in a turbula-type mixer with ZrO2 balls 
with a diameter of 0.5 mm. Afterwards, the resulting powders were dried and calcined at 950 ºC for 
4 hours at a rate of 100 ºC/min under Ar atmosphere. The calcined powders were milled again for 3 
hours, and they were finally sintered in Ar atmosphere at 1350 ºC for 8 hours. 
A basic identification of the compound structure (cubic symmetry) was performed using X-ray 
diffraction (XRD, X'Pert PRO Theta/2theta of Panalytical, PANalytical, The Netherlands), see the 
Supplementary Material S1 for details. The patterns were recorded over the angular range 5–90° 
(2θ) with a step size of 0.0334° and a time per step of 100 seconds, using Cu Kα radiation (λ = 
0.154056 nm) with working voltage and current of 40 kV and 100 mA, respectively. Peak positions 
were fitted assuming a pseudo-Voigt peak shape using the Checkcell program [18]. The lattice 
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parameters were refined by a global simulation of the full diagram (pattern matching, PEAKOC 
program) using a face-centered cubic symmetry (fcc) and space group 3 [19]. 
The results of the structural characterization of A2Mo2O7 compounds are summarized in the 
Supplementary Material S1 as a function of the A ionic radii. Predictably, it should be noted that the 
lattice constant changes almost linearly with the radius. 
The magnetic behavior of all the samples under study was checked by dc magnetometry measured 
by a commercial dc-squid (MPMS2 by Quantum Device). The experimental results are shown in 
detail in the Supplementary Material S2 and confirm the typical magnetic behavior observed in 
these pyrochlore compounds [3,8,13,15,20]: a SG behavior for A = Er, Ho and Dy samples and a 
FM-like for the A = Gd sample. 
The EXAFS measurements were carried out at the Mo K-edge (20000 eV) in transmission geometry 
at the European Synchrotron Radiation Facility (ESRF) on beamline BM25A, using a double 
Si(111) crystal monochromator of the pseudo channel-cut type refrigerated at 200 K by a 
homemade ethanol cooling system. The energy resolution given by the monochromator was 1.2 eV. 
The polycrystalline A2Mo2O7 pyrochlores were dispersed in a cellulose matrix and pressed into 
pellets, for optimizing the jump at the absorption edge. In order to accurately follow the behavior of 
the local order and structure parameters as a function of temperature, we measured accurate spectra 
at about 30 different temperatures in the range 8-300 K for the Gd2Mo2O7 sample, and between 6.5 
and 320 K for the Ho, Dy, and Er samples. An Oxford CV-F optistat liquid helium (LHe) cryostat 
with a LHe Dewar supply was used (at least three scans were collected at each temperature for 
averaging and checking the reproducibility). Examples of the resulting high-quality k-space data at 
several temperatures and up to 15 Å−1 are shown in Fig. 1. 
The EXAFS data were reduced using the Demeter package standard procedures [21]; fits of the k2 
weighted EXAFS data were carried out in r space using theoretical functions from the FEFF9 code 
[22]. 
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To include the first and further neighbors in fitting the data (full R-fit range: 0.75 – 3.61 Å), we 
used the first shell Mo-O(1) peak with R = 2.01 Å bond length and coordination number NMo-O(1) = 
6 (at 298 K), the Mo-Mo and Mo-A second shell peaks (N = 6 each), a further longer Mo-O(1) peak 
(N = 6) and one multiscattering peak. The latter was the triple forward scattering through the 
absorber Mo-O(1)-Mo-O(1) (N = 6). Alternatively, two first subshells Mo-O(1) (with coordination 
numbers Nshorter = 2, Nlonger = 4 and lengths Rshorter = 1.90 Å, Rlonger = 2.00 Å, respectively, still at 
298 K) were used. This second model is in agreement with the predisposition of pyrochlores and, 
more in general, of complex oxides towards local disorder and B-site octahedron distortion [1,23-
25]. More information on the included paths, related parameters and fit quality is provided as an 
example in Table 1. 
Table 1. Paths, parameters, number of independent data points and R factor for the two first 
subshell fit of the Ho2Mo2O7 compound at 6.5 K. 
Path N R(Å) σ2(Å2) Nind R-factor 
Mo-O1.1 2 1.885(5) 0.00999(30) 24 0.0156 
Mo-O1.1 4 2.015(5) 0.00223(7)   
Mo-Ho1.1 6 3.704(5) 0.00523(15)   
Mo-Mo1.1 6 3.698(5) 0.00488(15)   
Mo-O1.2 6 3.789(5) 0.00104(3)   
Mo–O1.1–Mo–O1.1 6 3.953(5) 0.00932(28)   
 
An overview of all the different paths used in our fits is shown in Fig. 2, where it is possible to 
appreciate their different trend as a function of the momentum transfer q. According to the EXAFS 
theoretical equation, the frequency of the oscillations increases with the interatomic distance R (e.g. 
see the difference between the Mo–O1.1–Mo and the longer Mo–Ho1.1–Mo contributions), while 
their amplitude increases with the coordination number and with decreasing of the local disorder σ2 
[21,22]. 
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The initial fitting parameters were the mean-square disorder in the neighbor distances σ2 (or 
“Debye-Waller parameter”), the interatomic bond lengths R, the E0 shift in the edge energy with 
respect to the theoretical value and the amplitude reduction factor S02 from multielectron effects. 
This last factor is generally between 0.8 and 1.0. At low T, the lattice is well ordered, and S02 was 
determined from the average of several fits to scans at 8 K and fixed at 0.96. The E0 shift was also 
constrained to a single value for all paths. The coordination numbers were fixed to the previously 
reported values for the first shell and to the crystallographic values for all the other shells and paths 
employed in the fit, thus reducing the uncertainty on the σ2 parameters. This uncertainty on the local 
order was calculated as the statistical variance of the σ2 parameter values obtained from the fits on 
the different scans collected at the same temperature, for each sample. 
3. Results and discussion 
In Fig. 3 the local order parameter (or shell distance variance) σ2 for the Mo-O(1) first coordination 
shell obtained from the fit performed with one subshell, is reported as a function of temperature for 
the Gd2Mo2O7 compound (Fig. 3, panel a) and for the three spin glasses (Fig. 3, panel b). The σ2 
behaviour of the Gd-based composition and those of the Dy, Ho and Er-based ones appear to be 
clearly different. 
Generally speaking, the σ2 parameter follows a temperature dependent correlated Debye-like model 
σD
2
 at high temperatures, characterized by a correlated Debye temperature θD (that is around 800 K 
in these oxides), plus a temperature independent static contribution σS2 due to the presence of a 
possibly distorted environment [24,26]. The high temperature local order parameter was fitted 
considering σ2(T) = σD2 + σS2, as shown in Fig. 3 and already reported in previous papers 
[23,25,27], where the temperature dependent dynamic contribution σD2 is expressed as an infinite 
series whose first and most important terms are [25,28]: 
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where M is the mass of the diffuser atom and kB is the Boltzmann constant. This model, based on 
σD
2
 plus a static offset σS2, usually results to be a good approximation for all the phonon modes 
[28,29]. The fitting parameters were θD, which is a measure of the Mo-O(1) bond strength and the 
static offset σS2. The obtained values are reported in Table 2. 
Table 2. Correlated Debye temperature θD and static offset σS2 for the first shell Mo-O(1). 
Compound σS2 (Å2) θD (K) 
Gd2Mo2O7 0.0032(3) 439(19) 
Dy2Mo2O7 0.0062(3) 746(39) 
Ho2Mo2O7 0.0053(3) 830(79) 
Er2Mo2O7 0.0105(5) 820(50) 
 
It is evident from Fig. 3 that the low-temperature FM Gd2Mo2O7 compound exhibits a correlated 
Debye-like behavior only at high temperatures whereas the other three pyrochlores, which feature a 
higher Debye temperature (see Table 2), display a Debye-like trend at all the temperatures within 
the investigated range. In these last three SG compounds, the Debye temperatures are in accordance 
with other pyrochlore compounds [23,24,30], whereas the static contribution is quite high (see 
Table 2), coherently with a lattice frustration. 
Therefore, the most relevant outcome is the behaviour of the σ2 parameter, which is strictly related 
to the local disorder, below T ~ 225 K in the Gd2Mo2O7 pyrochlore. From Fig. 3a, we point out that 
an anomalous enhancement of the local disorder with respect to the correlated Debye-like model 
persists down to very low temperatures. This extra σ2 contribution amounts to 0.00358 Å2 at 100 K, 
which is about 47% of the total local disorder. Such an observation suggests that something 
M
AN
US
CR
IP
T
 
AC
CE
PT
ED
ACCEPTED MANUSCRIPT
9 
 
happens on a local scale around 225 K, determining an increase in the structural disorder. The lower 
value of θD for this composition reported in Table 2, indicates a softening of the Mo-O(1) related 
phonon modes that fosters the predisposition to the higher local disorder observed at low 
temperatures [24]. 
Finally, looking at Fig. 3a we further notice a peak-like trend developing around and slightly below 
the Curie temperature. Due to the steepness of the curve it is definitely not easy to affirm the 
occurrence of a magnetoelastic coupling around the FM transition but the analogies with other 
studied systems make us consider this possibility [23]. 
We have to remark that all the mentioned original features, different with respect to the local 
structure behavior of the SG compositions, are not simply related to the FM behaviour of 
Gd2Mo2O7, as also discussed in the Supplementary Material S3 where some findings on the FM 
Sm2Mo2O7 compound are shown. 
Instead, the additional static contribution to the lattice disorder is similar to that observed in 
calcium-doped La0.25Ca0.75MnO3 manganites below the charge ordering transition [31]. Its origin 
can be related to the partial symmetry breaking of the high temperature phase, with a further 
splitting of the Mo-O distances, which determines an additional contribution to the local order 
parameter. 
In this context, Hodges et al. (2003) and Mirebeau et al. (2007) found in Gd2Mo2O7, by Mössbauer 
spectroscopy, neutron diffraction and muon spin relaxation (µSR) measurements, an abnormal FM 
state with Gd3+ and Mo4+ strong spin fluctuations persisting down to low temperatures, recalling a 
spin- liquid-like behavior [17,32]. The continued influence of frustration is somewhat surprising 
since it concerns a case where the coupling between metallic ions on the B-sites is FM and no 
important single ion anisotropy is involved. It is possible that the frustration is linked either to the 
role of further AFM neighbouring interactions or to the proximity of a quantum phase transition 
[32]. Frustration is thus still operating in this essentially isotropic pyrochlore where the dominant 
Mo intra-sublattice interaction is FM. Therefore, the present results confirm that Gd2Mo2O7 is a 
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peculiar composition where the competition between order and disorder, typical of pyrochlores, 
gives rise to unique features in the local structure [23]. 
Moreover, in the literature the studies performed on all these A2Mo2O7 systems by other 
spectroscopic techniques at temperatures above 150-200 K are very rare. The reason of this lack is 
due to the absence, in this higher T range, of any peculiar feature in the resistivity and 
magnetization, whereas the research is much more extensive at lower temperatures where all the SG 
and magnetic transitions occur. Our findings add a further focus on this less explored higher 
temperature region. 
In order to gain a deeper insight of the structural disorder of the explored compounds, we 
hypothesize the presence of at least a bimodal distribution of the Mo-O(1) interatomic distances for 
the first shell MoO(1)6 octahedra according to the two subshell fit model described in the 
experimental section and similar to what we used for Ru-pyrochlores [23,33]. 
In fact, whereas X-ray powder diffraction experiments, giving medium- to long-range information, 
show the presence of six identical Mo-O(1) interatomic distances [3], Higashiya et al. (2007) 
emphasized how in A2Mo2O7 with A = Nd, Sm, Gd, Tb, and Y, the MoO(1)6 octahedron should be 
further trigonally distorted or squeezed in such a way that one pair of opposite faces are pushed 
together [6,34]. 
Actually, our EXAFS results show two shorter apical and four longer basal first shell Mo-O(1) 
interatomic distances (Fig. 4) and, in the second coordination shell, six longer Mo-Mo and six 
shorter Mo-A bond lengths (see Supplementary Material S4 for more details). This behavior 
indicates that an octahedral distortion is present for all the studied compositions. We point out that 
the difference between the two Mo-O(1) subshells is of about 0.150 Å, i.e. well above the widely 
recognized ∆R limit determined by the EXAFS resolving power between two scattering shells 
involving the same chemical species at different distances, ∆R ≥ π/2kmax,where kmax is the maximum 
k vector used. Since for our data kmax = 15 Å-1, we are able to accurately resolve splittings down to 
0.105 Å [35,36]. 
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In Fig. 4 we also observe that the two shorter apical interatomic Mo-O(1) distances slightly 
decrease at high temperature in Gd2Mo2O7 whereas they slightly increase in Dy2Mo2O7. This could 
be, apart from an experimental scattering of data points, a further fingerprint of what happens in the 
local disorder σ2 behaviour and then in the distribution of distances around 225 K, as shown in Fig. 
3. We hypothesize that at high temperature the symmetry breaking of the MoO(1)6 octahedron, 
described by the bimodal distribution of 2+4 interatomic distances, is sensitive to the decreasing 
ionic radius going from the low-temperature FM regime of Gd2Mo2O7 to the SG one which starts in 
the lanthanides period with Dy2Mo2O7. 
Finally, the local order parameters σ2(T) of the second shell peaks Mo-Mo and Mo-A have a 
monotonic behaviour and do not show any anomaly in the one subshell fit, as already observed in 
other pyrochlores compositions [23]. 
4. Conclusions 
In summary, we have performed temperature dependent EXAFS measurements at the Mo K-edge 
on four Mo-based pyrochlores providing relevant information on the local order and structure for 
the first and second neighbor shells. The measurements show an anomalous lattice disorder below T 
~ 225 K in the first shell of the low-temperature FM Gd2Mo2O7 system probably related to the 
criticality of this peculiar composition located on the border between the SG and the FM regimes. 
In particular, we might be observing a remnant fingerprint, on a local scale, of the SG or frustrated 
phase that is typically seen for ionic radii just below that of Gd. In the other three SG compounds 
(Dy2Mo2O7, Ho2Mo2O7 and Er2Mo2O7), the Debye temperatures are in agreement with other 
pyrochlores whereas the static local order contribution is compatible with a lattice frustration. 
Moreover, an octahedral distortion is observed for all the studied compositions, pointing out two 
shorter and four longer first shell Mo-O(1) interatomic distances. All these findings are coherent 
with the tendency of pyrochlores to develop a structural distortion [23,37]. 
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Therefore, our results foster the conclusion that the sign of the nearest-neighbor magnetic 
interactions and the FM or SG phases stabilization are strictly related on a local scale to the 
structure order parameter. 
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Figure Captions 
 
Fig. 1. (Color online) k2χ(k) EXAFS signals at all the measured temperatures between 8 K (lower 
curve) and 298 K (upper curve), for the Ho2Mo2O7 compound. Data were offset for clarity. 
 
Fig. 2. (Color online) Back Fourier transform best-fit curve and single fit contributions for the 
spectrum taken at 6.5 K on Ho2Mo2O7. Letters refer to different paths as follows: (a) Data + fit; (b) 
Mo–O1.1–Mo (2 atoms); (c) Mo–Ho1.1–Mo; (d) Mo–Mo1.1–Mo; (e) Mo–O1.2–Mo; (f) Mo–O1.1–
Mo–O1.1–Mo; (g) Mo–O1.1–Mo (4 atoms). Data have been offset for clarity. 
 
Fig. 3. (Color online) Mo-O(1) first shell σ2 (Å2) as a function of temperature for a) Gd2Mo2O7 and 
b) the three spin-glass compositions. The continuous line is the fit at high temperatures to a 
correlated Debye model plus a static offset. The axis scale is the same in both panels. 
 
Fig. 4. (Color online) Bimodal distribution of the first shell Mo-O(1) interatomic distances [NMo−O = 
2 shorter apical (solid circles) and NMo−O = 4 longer basal (open circles) interatomic distances]. The 
dashed lines are the crystallographic values of the interatomic distances and the statistical errors are 
equal to the dimensions of the circles. 
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Table 1. Paths, parameters, number of independent data points and R factor for the two first 
subshell fit of the Ho2Mo2O7 compound at 6.5 K. 
Path N R(Å) σ2(Å2) Nind R-factor 
Mo-O1.1 2 1.885(5) 0.00999(30) 24 0.0156 
Mo-O1.1 4 2.015(5) 0.00223(7)   
Mo-Ho1.1 6 3.704(5) 0.00523(15)   
Mo-Mo1.1 6 3.698(5) 0.00488(15)   
Mo-O1.2 6 3.789(5) 0.00104(3)   
Mo–O1.1–Mo–O1.1 6 3.953(5) 0.00932(28)   
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Table 2. Correlated Debye temperature θD and static offset σS2 for the first shell Mo-O(1). 
Compound σS2 (Å2) θD (K) 
Gd2Mo2O7 0.0032(3) 439(19) 
Dy2Mo2O7 0.0062(3) 746(39) 
Ho2Mo2O7 0.0053(3) 830(79) 
Er2Mo2O7 0.0105(5) 820(50) 
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Ferromagnetic Gd2Mo2O7 shows an enhancement of the local disorder below 225 K. 
A MoO6 octahedral distortion is observed for all the studied compounds. 
The general pyrochlore predisposition towards structural disorder is verified. 
